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TEST REPORT NUMBER : TURT180176296_REVISED01 DATE:  12 November, 2018 
  

APPLICANT: Lande End. Met. Ür. San. ve Tic.A.. 
  

ADDRESS: Eskiehir Organize Sanayi Bölgesi 20.Cadde No.14-16 
Odunpazarı/Eskiehir 
Tel: 0222 236 24 66 Fax: 0222 236 13 53

 Attention: Hatice Karaca (hatice.karaca@lande.com.tr)

SAMPLE DESCRIPTION : See Attachment 
  

DATE IN : 25 / September / 2018 (10:02) 

DATE OUT : 04 / October / 2018 - 12 / November / 2018 

COUNTRY OF ORIGIN  : TURKEY 

REQUEST : RoHS Test was performed according to 2015/863/EU Directive. 
  

RESULTS : SEE ATTACHMENT  
  

NOTE : In this revised 01 report, Rohs Phthalates test was added
by the request of the applicant. 
This report replaced the report no TURT180176296 dated on 
04 October, 2018 and must be used instead of it. 
Report no TURT180176296 dated on 04 October, 2018 is 
invalid. 

    
“ThIs report (IncludIng any enclosures and attachments) are prepared for the exclusIve use of the Customer(s) named In the report and 
solely for the purpose for whIch It Is provIded and on the basIs of InstructIons and InformatIon and/or materIals supplIed by Intertek’s 
Customer. The test results relate only to the specIfIc Items tested and are not Intended to be a recommendatIon for any partIcular course 
of actIon. Customer Is responsIble for actIng as It sees fIt on the basIs of such results. Unless Intertek provIde express prIor wrItten 
consent, no part of thIs report should be reproduced, dIstrIbuted or communIcated to any thIrd party. Intertek do not accept any lIabIlIty 
If thIs report Is used for an alternatIve purpose from whIch It Is Intended, nor do Intertek owe any duty of care to any thIrd party In 
respect of thIs report. Except where explIcItly agreed In wrItIng, all work and servIces performed Is governed by Intertek Standard Terms 
and CondItIons of ServIce whIch Is avaIlable on request or can be obtaIned at http://www.Intertek.com/terms.” 
  
“The reported uncertaInIty Is based on a standard uncertaInIty multIplIed by a coverage factor k=2, provIdIng a level of confIdence of 
approxImately 95%. The uncertaInIty evaluatIon has been carrIed out In accordance wIth ISO/IEC 17025 and TÜRKAK accredItatIon requIrements. 
Unless otherwIse Is specIfIed, all Pass or FaIl results are gIven wIthout uncertaInIty consIdered. When uncertaInIty Is taken Into account, 
the result may be borderlIne. BorderlIne results need to be re-tested to determIne theIr dIsposItIon up to customer’s decIsIon. OpInIons 
and InterpretatIons expressed hereIn are outsIde the scope of TÜRKAK accredItatIon. Tests marked (*) In thIs test report are not Included 
In the TÜRKAK accredItatIon schedule for thIs laboratory.” 
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PART DESCRIPTION CONCLUSION

1 LN-KDG-YKD-1UPK-LG(ACCESSORY) 

1.1 METAL LEG PASS 

1.2 METAL BODY PASS 

1.3 BLACK CREW PASS 

1.4 SILVER NUT BOX PASS 

1.5 NUT PASS 

1.6 BLACK PLASTIC PART PASS 

2 FS05YKL00U0060B-ZN ZN COATING)  

2.1 SILVER METAL BODY PASS 

2.2 SILVER METAL SCREW PASS 

3 LN-PRF-CMD-12UD-ZN (DEVICE SEWING)

3.1 SILVER METAL BODY PASS 

3.2 SILVER METAL SCREW PASS 

3.3 SILVER METAL LEG PASS 
3.4 SILVER METAL NUT PASS 
3.5 SILVER METAL RING PASS 
4 LN-KDG-YKD-05FC-LG(ACCESSORY)  

4.1 SILVER METAL PART PASS 
4.2 METAL BODY PASS 
4.3 BLACK SCREW PASS 
4.4 SILVER METAL LEG PASS 
4.5 SILVER METAL NUT PASS 
4.6 SILVER METAL RING PASS 
4.7 BLACK PLASTIC BRUSH PASS 

5 LN-PNL-PKP-1U19-LG (PANEL)  
5.1 SILVER METAL BODY PASS 
5.2 SILVER METAL SCREW PASS 
5.3 SILVER METAL NUT PASS 
5.4 SILVER METAL LEG PASS 
5.5 SILVER METAL RING PASS 

6 LN-KDG-YKD-1UFC-BL (ACCESSORY)  
6.1 BLACK METAL BODY PASS 
6.2 SILVER METAL PART PASS 

6.3 SILVER METAL SCREW PASS 

6.4 SILVER METAL LEG PASS 

6.5 SILVER METAL NUT PASS 

6.6 BLACK PLASTIC BRUSH PASS 

6.7 SILVER PLASTIC RING PASS 
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PART DESCRIPTION CONCLUSION

7 LN-RAF-SBT-D600-BL-C (SHELF) 

7.1 SILVER METAL BODY PASS 

7.2 SILVER METAL LEG PASS 

7.3 BLACK METAL SCREW PASS 

7.4 SILVER METAL SCREW PASS 

7.5 SILVER METAL NUT PASS 

7.6 SILVER SMALL LEG PASS 

7.7 SILVER PLASTIC RING PASS 

8 LN-FAN-THM-6FSR-BL (Fan Group) 

8.1 GREY STICKER PASS 

8.2 BLUE/WHITE STICKER PASS 

8.3 BLACK ISOLATION CABLE PASS 

8.4 BROWN CABLE  PASS 

8.5 GREEN/YELLOW CABLE  PASS 

8.6 BLUE CABLE PASS 

8.7 RED CABLE  PASS 

8.8 BLACK CABLE  PASS 

8.9 BLACK ISOLATION PASS 

8.10 WHITE ISOLATION CABLE  PASS 

8.11 GREY BOX PASS 

8.12 BLACK PROPELLER PASS 

8.13 CARCASE PASS 

8.14 BLACK PLASTC PART PASS 

8.15 RED PLASTIC PART PASS 

8.16 WHITE CONNECTION PART PASS 

8.17 SILVER METAL STICK PASS 

8.18 GREY METAL PART PASS 

8.19 SILVER METAL PLATE PASS 

8.20 BRONZE WIRE PASS 

8.21 BRONZE BOBBIN WIRE PASS 

8.22 BIG METAL SCREW PASS 

8.23 MEDIUM METAL SCREW PASS 

8.24 SMALL METAL SCREW PASS 

8.25 BLACK METAL SCREW PASS 

8.26 SILVER METAL CONNECTION PART PASS 

8.27 SILVER METAL LEG PASS 

8.28 PLUG TIP PASS 

8.29 BLACK METAL BODY PASS 
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PART DESCRIPTION CONCLUSION

9 LN-RAF-CEK-1U40-BL (Drawer) 

9.1 METAL BODY PASS 

9.2 SILVER METAL PART PASS 

9.3 SILVER METAL LEG PASS 

9.4 BIG METAL LEG PASS 

9.5 KEY HUB BOX PASS 

9.6 KEY HUB PASS 

9.7 SMALL NUT PASS 

9.8 SMALL SCREW PASS 

9.9 BIG SCREW PASS 

9.10 SILVER SCREW PASS 

9.11 SILVER BALL PASS 

9.12 SILVER KEY PASS 

9.13 SILVER NUT BOX PASS 

9.14 BIG SILVER NUT PASS 

9.15 BLACK PLASTIC HANDLE  PASS 

9.16 BLACK PLASTIC KEY BOX PASS 

9.17 BLACK PLASTIC RING PASS 

10 FS04KCM12U0000A-BL (Al Painted) 

   10.1 BLACK METAL PART PASS 
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 (A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321

TESTING ITEM  RESULT  

Sample
1.1 1.2 1.3

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DIBB) NA NA NA 
Tribromobiphenyl (TrIBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DIBDE) NA NA NA 
Tribromodiphenyl Ether (TrIBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
1.4 1.5 1.6

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA ND
Monobromobiphenyl (MonoBB) NA NA ND
Dibromobiphenyl (DIBB) NA NA ND
Tribromobiphenyl (TrIBB) NA NA ND
Tetrabromobiphenyl (TetraBB) NA NA ND
Pentabromobiphenyl (PentaBB) NA NA ND
Hexabromobiphenyl (HexaBB) NA NA ND
Heptabromobiphenyl (HeptaBB) NA NA ND
Octabromobiphenyl (OctaBB) NA NA ND
Nonabromobiphenyl (NonaBB) NA NA ND
Decabromobiphenyl (DecaBB) NA NA ND
Polybrominated Diphenyl Ethers (PBDE) NA NA ND
Monobromodiphenyl Ether (MonoBDE) NA NA ND
Dibromodiphenyl Ether (DIBDE) NA NA ND
Tribromodiphenyl Ether (TrIBDE) NA NA ND
Tetrabromodiphenyl Ether (TetraBDE) NA NA ND
Pentabromodiphenyl Ether (PentaBDE) NA NA ND
Hexabromodiphenyl Ether (HexaBDE) NA NA ND
Heptabromodiphenyl Ether (HeptaBDE) NA NA ND
Octabromodiphenyl Ether (OctaBDE) NA NA ND
Nonabromodiphenyl Ether (NonaBDE) NA NA ND
Decabromodiphenyl Ether (DecaBDE) NA NA ND
Phthalates 
Dibutyl Phthalate (DBP) NA NA ND
Diethyl Hexyl Phthalate (DEHP) NA NA ND
Benzyl Butyl Phthalate (BBP) NA NA ND
Diisobutyl Phthalate (DIBP) NA NA ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
2.1 2.2 3.1

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DIBB) NA NA NA 
Tribromobiphenyl (TrIBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DIBDE) NA NA NA 
Tribromodiphenyl Ether (TrIBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
3.2 3.3 3.4 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DIBB) NA NA NA 
Tribromobiphenyl (TrIBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DIBDE) NA NA NA 
Tribromodiphenyl Ether (TrIBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
3.5 4.1 4.2 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DIBB) NA NA NA 
Tribromobiphenyl (TrIBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DIBDE) NA NA NA 
Tribromodiphenyl Ether (TrIBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 



Page 10 of 57 

REPORT :TURT180176296_REVISED01 12 November, 2018 

Intertek Test HIzmetlerI A.S. 
Merkez MahallesI SanayI Cad. No.23 AltIndag Plaza YenIbosna  34197 - ISTANBUL / TURKEY

Phone : +90.212. 496 46 46 Fax: +90.212. 452 80 55 
e-maIl : Intertekcg.turkIye@Intertek.com 

www.Intertek-turkey.com

(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
4.3 4.4 4.5 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DIBB) NA NA NA 
Tribromobiphenyl (TrIBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DIBDE) NA NA NA 
Tribromodiphenyl Ether (TrIBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
4.6 4.7 5.1 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND NA
Monobromobiphenyl (MonoBB) ND ND NA
Dibromobiphenyl (DIBB) ND ND NA
Tribromobiphenyl (TrIBB) ND ND NA
Tetrabromobiphenyl (TetraBB) ND ND NA
Pentabromobiphenyl (PentaBB) ND ND NA
Hexabromobiphenyl (HexaBB) ND ND NA
Heptabromobiphenyl (HeptaBB) ND ND NA
Octabromobiphenyl (OctaBB) ND ND NA
Nonabromobiphenyl (NonaBB) ND ND NA
Decabromobiphenyl (DecaBB) ND ND NA
Polybrominated Diphenyl Ethers (PBDE) ND ND NA
Monobromodiphenyl Ether (MonoBDE) ND ND NA
Dibromodiphenyl Ether (DIBDE) ND ND NA
Tribromodiphenyl Ether (TrIBDE) ND ND NA
Tetrabromodiphenyl Ether (TetraBDE) ND ND NA
Pentabromodiphenyl Ether (PentaBDE) ND ND NA
Hexabromodiphenyl Ether (HexaBDE) ND ND NA
Heptabromodiphenyl Ether (HeptaBDE) ND ND NA
Octabromodiphenyl Ether (OctaBDE) ND ND NA
Nonabromodiphenyl Ether (NonaBDE) ND ND NA
Decabromodiphenyl Ether (DecaBDE) ND ND NA
Phthalates 
Dibutyl Phthalate (DBP) ND ND NA
Diethyl Hexyl Phthalate (DEHP) ND ND NA
Benzyl Butyl Phthalate (BBP) ND ND NA
Diisobutyl Phthalate (DIBP) ND ND NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
5.2 5.3 5.4 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
5.5 6.1 6.2 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND NA NA
Monobromobiphenyl (MonoBB) ND NA NA
Dibromobiphenyl (DIBB) ND NA NA
Tribromobiphenyl (TrIBB) ND NA NA
Tetrabromobiphenyl (TetraBB) ND NA NA
Pentabromobiphenyl (PentaBB) ND NA NA
Hexabromobiphenyl (HexaBB) ND NA NA
Heptabromobiphenyl (HeptaBB) ND NA NA
Octabromobiphenyl (OctaBB) ND NA NA
Nonabromobiphenyl (NonaBB) ND NA NA
Decabromobiphenyl (DecaBB) ND NA NA
Polybrominated Diphenyl Ethers (PBDE) ND NA NA
Monobromodiphenyl Ether (MonoBDE) ND NA NA
Dibromodiphenyl Ether (DIBDE) ND NA NA
Tribromodiphenyl Ether (TrIBDE) ND NA NA
Tetrabromodiphenyl Ether (TetraBDE) ND NA NA
Pentabromodiphenyl Ether (PentaBDE) ND NA NA
Hexabromodiphenyl Ether (HexaBDE) ND NA NA
Heptabromodiphenyl Ether (HeptaBDE) ND NA NA
Octabromodiphenyl Ether (OctaBDE) ND NA NA
Nonabromodiphenyl Ether (NonaBDE) ND NA NA
Decabromodiphenyl Ether (DecaBDE) ND NA NA
Phthalates 
Dibutyl Phthalate (DBP) ND NA NA
Diethyl Hexyl Phthalate (DEHP) ND NA NA
Benzyl Butyl Phthalate (BBP) ND NA NA
Diisobutyl Phthalate (DIBP) ND NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
6.3 6.4 6.5 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
6.6 6.7 7.1 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND NA
Monobromobiphenyl (MonoBB) ND ND NA
Dibromobiphenyl (DIBB) ND ND NA
Tribromobiphenyl (TrIBB) ND ND NA
Tetrabromobiphenyl (TetraBB) ND ND NA
Pentabromobiphenyl (PentaBB) ND ND NA
Hexabromobiphenyl (HexaBB) ND ND NA
Heptabromobiphenyl (HeptaBB) ND ND NA
Octabromobiphenyl (OctaBB) ND ND NA
Nonabromobiphenyl (NonaBB) ND ND NA
Decabromobiphenyl (DecaBB) ND ND NA
Polybrominated Diphenyl Ethers (PBDE) ND ND NA
Monobromodiphenyl Ether (MonoBDE) ND ND NA
Dibromodiphenyl Ether (DIBDE) ND ND NA
Tribromodiphenyl Ether (TrIBDE) ND ND NA
Tetrabromodiphenyl Ether (TetraBDE) ND ND NA
Pentabromodiphenyl Ether (PentaBDE) ND ND NA
Hexabromodiphenyl Ether (HexaBDE) ND ND NA
Heptabromodiphenyl Ether (HeptaBDE) ND ND NA
Octabromodiphenyl Ether (OctaBDE) ND ND NA
Nonabromodiphenyl Ether (NonaBDE) ND ND NA
Decabromodiphenyl Ether (DecaBDE) ND ND NA
Phthalates 
Dibutyl Phthalate (DBP) ND ND NA
Diethyl Hexyl Phthalate (DEHP) ND ND NA
Benzyl Butyl Phthalate (BBP) ND ND NA
Diisobutyl Phthalate (DIBP) ND ND NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
7.2 7.3 7.4

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
7.5 7.6 7.7 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA ND
Monobromobiphenyl (MonoBB) NA NA ND
Dibromobiphenyl (DIBB) NA NA ND
Tribromobiphenyl (TrIBB) NA NA ND
Tetrabromobiphenyl (TetraBB) NA NA ND
Pentabromobiphenyl (PentaBB) NA NA ND
Hexabromobiphenyl (HexaBB) NA NA ND
Heptabromobiphenyl (HeptaBB) NA NA ND
Octabromobiphenyl (OctaBB) NA NA ND
Nonabromobiphenyl (NonaBB) NA NA ND
Decabromobiphenyl (DecaBB) NA NA ND
Polybrominated Diphenyl Ethers (PBDE) NA NA ND
Monobromodiphenyl Ether (MonoBDE) NA NA ND
Dibromodiphenyl Ether (DIBDE) NA NA ND
Tribromodiphenyl Ether (TrIBDE) NA NA ND
Tetrabromodiphenyl Ether (TetraBDE) NA NA ND
Pentabromodiphenyl Ether (PentaBDE) NA NA ND
Hexabromodiphenyl Ether (HexaBDE) NA NA ND
Heptabromodiphenyl Ether (HeptaBDE) NA NA ND
Octabromodiphenyl Ether (OctaBDE) NA NA ND
Nonabromodiphenyl Ether (NonaBDE) NA NA ND
Decabromodiphenyl Ether (DecaBDE) NA NA ND
Phthalates 
Dibutyl Phthalate (DBP) NA NA ND
Diethyl Hexyl Phthalate (DEHP) NA NA ND
Benzyl Butyl Phthalate (BBP) NA NA ND
Diisobutyl Phthalate (DIBP) NA NA ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 



Page 18 of 57 

REPORT :TURT180176296_REVISED01 12 November, 2018 

Intertek Test HIzmetlerI A.S. 
Merkez MahallesI SanayI Cad. No.23 AltIndag Plaza YenIbosna  34197 - ISTANBUL / TURKEY

Phone : +90.212. 496 46 46 Fax: +90.212. 452 80 55 
e-maIl : Intertekcg.turkIye@Intertek.com 

www.Intertek-turkey.com

(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.1 8.2 8.3 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND ND
Monobromobiphenyl (MonoBB) ND ND ND
Dibromobiphenyl (DIBB) ND ND ND
Tribromobiphenyl (TrIBB) ND ND ND
Tetrabromobiphenyl (TetraBB) ND ND ND
Pentabromobiphenyl (PentaBB) ND ND ND
Hexabromobiphenyl (HexaBB) ND ND ND
Heptabromobiphenyl (HeptaBB) ND ND ND
Octabromobiphenyl (OctaBB) ND ND ND
Nonabromobiphenyl (NonaBB) ND ND ND
Decabromobiphenyl (DecaBB) ND ND ND
Polybrominated Diphenyl Ethers (PBDE) ND ND ND
Monobromodiphenyl Ether (MonoBDE) ND ND ND
Dibromodiphenyl Ether (DIBDE) ND ND ND
Tribromodiphenyl Ether (TrIBDE) ND ND ND
Tetrabromodiphenyl Ether (TetraBDE) ND ND ND
Pentabromodiphenyl Ether (PentaBDE) ND ND ND
Hexabromodiphenyl Ether (HexaBDE) ND ND ND
Heptabromodiphenyl Ether (HeptaBDE) ND ND ND
Octabromodiphenyl Ether (OctaBDE) ND ND ND
Nonabromodiphenyl Ether (NonaBDE) ND ND ND
Decabromodiphenyl Ether (DecaBDE) ND ND ND
Phthalates 
Dibutyl Phthalate (DBP) ND ND ND
Diethyl Hexyl Phthalate (DEHP) ND ND ND
Benzyl Butyl Phthalate (BBP) ND ND ND
Diisobutyl Phthalate (DIBP) ND ND ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.4 8.5 8.6 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND ND
Monobromobiphenyl (MonoBB) ND ND ND
Dibromobiphenyl (DIBB) ND ND ND
Tribromobiphenyl (TrIBB) ND ND ND
Tetrabromobiphenyl (TetraBB) ND ND ND
Pentabromobiphenyl (PentaBB) ND ND ND
Hexabromobiphenyl (HexaBB) ND ND ND
Heptabromobiphenyl (HeptaBB) ND ND ND
Octabromobiphenyl (OctaBB) ND ND ND
Nonabromobiphenyl (NonaBB) ND ND ND
Decabromobiphenyl (DecaBB) ND ND ND
Polybrominated Diphenyl Ethers (PBDE) ND ND ND
Monobromodiphenyl Ether (MonoBDE) ND ND ND
Dibromodiphenyl Ether (DIBDE) ND ND ND
Tribromodiphenyl Ether (TrIBDE) ND ND ND
Tetrabromodiphenyl Ether (TetraBDE) ND ND ND
Pentabromodiphenyl Ether (PentaBDE) ND ND ND
Hexabromodiphenyl Ether (HexaBDE) ND ND ND
Heptabromodiphenyl Ether (HeptaBDE) ND ND ND
Octabromodiphenyl Ether (OctaBDE) ND ND ND
Nonabromodiphenyl Ether (NonaBDE) ND ND ND
Decabromodiphenyl Ether (DecaBDE) ND ND ND
Phthalates 
Dibutyl Phthalate (DBP) ND ND ND
Diethyl Hexyl Phthalate (DEHP) ND ND ND
Benzyl Butyl Phthalate (BBP) ND ND ND
Diisobutyl Phthalate (DIBP) ND ND ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.7 8.8 8.9 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND ND
Monobromobiphenyl (MonoBB) ND ND ND
Dibromobiphenyl (DIBB) ND ND ND
Tribromobiphenyl (TrIBB) ND ND ND
Tetrabromobiphenyl (TetraBB) ND ND ND
Pentabromobiphenyl (PentaBB) ND ND ND
Hexabromobiphenyl (HexaBB) ND ND ND
Heptabromobiphenyl (HeptaBB) ND ND ND
Octabromobiphenyl (OctaBB) ND ND ND
Nonabromobiphenyl (NonaBB) ND ND ND
Decabromobiphenyl (DecaBB) ND ND ND
Polybrominated Diphenyl Ethers (PBDE) ND ND ND
Monobromodiphenyl Ether (MonoBDE) ND ND ND
Dibromodiphenyl Ether (DIBDE) ND ND ND
Tribromodiphenyl Ether (TrIBDE) ND ND ND
Tetrabromodiphenyl Ether (TetraBDE) ND ND ND
Pentabromodiphenyl Ether (PentaBDE) ND ND ND
Hexabromodiphenyl Ether (HexaBDE) ND ND ND
Heptabromodiphenyl Ether (HeptaBDE) ND ND ND
Octabromodiphenyl Ether (OctaBDE) ND ND ND
Nonabromodiphenyl Ether (NonaBDE) ND ND ND
Decabromodiphenyl Ether (DecaBDE) ND ND ND
Phthalates 
Dibutyl Phthalate (DBP) ND ND ND
Diethyl Hexyl Phthalate (DEHP) ND ND ND
Benzyl Butyl Phthalate (BBP) ND ND ND
Diisobutyl Phthalate (DIBP) ND ND ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.10 8.11 8.12 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND ND
Monobromobiphenyl (MonoBB) ND ND ND
Dibromobiphenyl (DIBB) ND ND ND
Tribromobiphenyl (TrIBB) ND ND ND
Tetrabromobiphenyl (TetraBB) ND ND ND
Pentabromobiphenyl (PentaBB) ND ND ND
Hexabromobiphenyl (HexaBB) ND ND ND
Heptabromobiphenyl (HeptaBB) ND ND ND
Octabromobiphenyl (OctaBB) ND ND ND
Nonabromobiphenyl (NonaBB) ND ND ND
Decabromobiphenyl (DecaBB) ND ND ND
Polybrominated Diphenyl Ethers (PBDE) ND ND ND
Monobromodiphenyl Ether (MonoBDE) ND ND ND
Dibromodiphenyl Ether (DIBDE) ND ND ND
Tribromodiphenyl Ether (TrIBDE) ND ND ND
Tetrabromodiphenyl Ether (TetraBDE) ND ND ND
Pentabromodiphenyl Ether (PentaBDE) ND ND ND
Hexabromodiphenyl Ether (HexaBDE) ND ND ND
Heptabromodiphenyl Ether (HeptaBDE) ND ND ND
Octabromodiphenyl Ether (OctaBDE) ND ND ND
Nonabromodiphenyl Ether (NonaBDE) ND ND ND
Decabromodiphenyl Ether (DecaBDE) ND ND ND
Phthalates 
Dibutyl Phthalate (DBP) ND ND ND
Diethyl Hexyl Phthalate (DEHP) ND ND ND
Benzyl Butyl Phthalate (BBP) ND ND ND
Diisobutyl Phthalate (DIBP) ND ND ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.13 8.14 8.15 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND ND ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA NA NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND ND ND
Monobromobiphenyl (MonoBB) ND ND ND
Dibromobiphenyl (DIBB) ND ND ND
Tribromobiphenyl (TrIBB) ND ND ND
Tetrabromobiphenyl (TetraBB) ND ND ND
Pentabromobiphenyl (PentaBB) ND ND ND
Hexabromobiphenyl (HexaBB) ND ND ND
Heptabromobiphenyl (HeptaBB) ND ND ND
Octabromobiphenyl (OctaBB) ND ND ND
Nonabromobiphenyl (NonaBB) ND ND ND
Decabromobiphenyl (DecaBB) ND ND ND
Polybrominated Diphenyl Ethers (PBDE) ND ND ND
Monobromodiphenyl Ether (MonoBDE) ND ND ND
Dibromodiphenyl Ether (DIBDE) ND ND ND
Tribromodiphenyl Ether (TrIBDE) ND ND ND
Tetrabromodiphenyl Ether (TetraBDE) ND ND ND
Pentabromodiphenyl Ether (PentaBDE) ND ND ND
Hexabromodiphenyl Ether (HexaBDE) ND ND ND
Heptabromodiphenyl Ether (HeptaBDE) ND ND ND
Octabromodiphenyl Ether (OctaBDE) ND ND ND
Nonabromodiphenyl Ether (NonaBDE) ND ND ND
Decabromodiphenyl Ether (DecaBDE) ND ND ND
Phthalates 
Dibutyl Phthalate (DBP) ND ND ND
Diethyl Hexyl Phthalate (DEHP) ND ND ND
Benzyl Butyl Phthalate (BBP) ND ND ND
Diisobutyl Phthalate (DIBP) ND ND ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.16 8.17 8.18 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) ND NA NA
Monobromobiphenyl (MonoBB) ND NA NA
Dibromobiphenyl (DIBB) ND NA NA
Tribromobiphenyl (TrIBB) ND NA NA
Tetrabromobiphenyl (TetraBB) ND NA NA
Pentabromobiphenyl (PentaBB) ND NA NA
Hexabromobiphenyl (HexaBB) ND NA NA
Heptabromobiphenyl (HeptaBB) ND NA NA
Octabromobiphenyl (OctaBB) ND NA NA
Nonabromobiphenyl (NonaBB) ND NA NA
Decabromobiphenyl (DecaBB) ND NA NA
Polybrominated Diphenyl Ethers (PBDE) ND NA NA
Monobromodiphenyl Ether (MonoBDE) ND NA NA
Dibromodiphenyl Ether (DIBDE) ND NA NA
Tribromodiphenyl Ether (TrIBDE) ND NA NA
Tetrabromodiphenyl Ether (TetraBDE) ND NA NA
Pentabromodiphenyl Ether (PentaBDE) ND NA NA
Hexabromodiphenyl Ether (HexaBDE) ND NA NA
Heptabromodiphenyl Ether (HeptaBDE) ND NA NA
Octabromodiphenyl Ether (OctaBDE) ND NA NA
Nonabromodiphenyl Ether (NonaBDE) ND NA NA
Decabromodiphenyl Ether (DecaBDE) ND NA NA
Phthalates 
Dibutyl Phthalate (DBP) ND NA NA
Diethyl Hexyl Phthalate (DEHP) ND NA NA
Benzyl Butyl Phthalate (BBP) ND NA NA
Diisobutyl Phthalate (DIBP) ND NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.19 8.20 8.21 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.22 8.23 8.24 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.25 8.26 8.27 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
8.28 8.29 9.1 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 



Page 28 of 57 

REPORT :TURT180176296_REVISED01 12 November, 2018 

Intertek Test HIzmetlerI A.S. 
Merkez MahallesI SanayI Cad. No.23 AltIndag Plaza YenIbosna  34197 - ISTANBUL / TURKEY

Phone : +90.212. 496 46 46 Fax: +90.212. 452 80 55 
e-maIl : Intertekcg.turkIye@Intertek.com 

www.Intertek-turkey.com

(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
9.2 9.3 9.4 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
9.5 9.6 9.7 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
9.8 9.9 9.10 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
9.11 9.12 9.13 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND ND ND 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA
Monobromobiphenyl (MonoBB) NA NA NA
Dibromobiphenyl (DIBB) NA NA NA
Tribromobiphenyl (TrIBB) NA NA NA
Tetrabromobiphenyl (TetraBB) NA NA NA
Pentabromobiphenyl (PentaBB) NA NA NA
Hexabromobiphenyl (HexaBB) NA NA NA
Heptabromobiphenyl (HeptaBB) NA NA NA
Octabromobiphenyl (OctaBB) NA NA NA
Nonabromobiphenyl (NonaBB) NA NA NA
Decabromobiphenyl (DecaBB) NA NA NA
Polybrominated Diphenyl Ethers (PBDE) NA NA NA
Monobromodiphenyl Ether (MonoBDE) NA NA NA
Dibromodiphenyl Ether (DIBDE) NA NA NA
Tribromodiphenyl Ether (TrIBDE) NA NA NA
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA
Pentabromodiphenyl Ether (PentaBDE) NA NA NA
Hexabromodiphenyl Ether (HexaBDE) NA NA NA
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA
Octabromodiphenyl Ether (OctaBDE) NA NA NA
Nonabromodiphenyl Ether (NonaBDE) NA NA NA
Decabromodiphenyl Ether (DecaBDE) NA NA NA
Phthalates 
Dibutyl Phthalate (DBP) NA NA NA
Diethyl Hexyl Phthalate (DEHP) NA NA NA
Benzyl Butyl Phthalate (BBP) NA NA NA
Diisobutyl Phthalate (DIBP) NA NA NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
9.14 9.15 9.16 

Cadmium (Cd) Content ND ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) NA ND ND 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND NA NA 
Lead (Pb) Content ND ND ND
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA ND ND
Monobromobiphenyl (MonoBB) NA ND ND
Dibromobiphenyl (DIBB) NA ND ND
Tribromobiphenyl (TrIBB) NA ND ND
Tetrabromobiphenyl (TetraBB) NA ND ND
Pentabromobiphenyl (PentaBB) NA ND ND
Hexabromobiphenyl (HexaBB) NA ND ND
Heptabromobiphenyl (HeptaBB) NA ND ND
Octabromobiphenyl (OctaBB) NA ND ND
Nonabromobiphenyl (NonaBB) NA ND ND
Decabromobiphenyl (DecaBB) NA ND ND
Polybrominated Diphenyl Ethers (PBDE) NA ND ND
Monobromodiphenyl Ether (MonoBDE) NA ND ND
Dibromodiphenyl Ether (DIBDE) NA ND ND
Tribromodiphenyl Ether (TrIBDE) NA ND ND
Tetrabromodiphenyl Ether (TetraBDE) NA ND ND
Pentabromodiphenyl Ether (PentaBDE) NA ND ND
Hexabromodiphenyl Ether (HexaBDE) NA ND ND
Heptabromodiphenyl Ether (HeptaBDE) NA ND ND
Octabromodiphenyl Ether (OctaBDE) NA ND ND
Nonabromodiphenyl Ether (NonaBDE) NA ND ND
Decabromodiphenyl Ether (DecaBDE) NA ND ND
Phthalates 
Dibutyl Phthalate (DBP) NA ND ND
Diethyl Hexyl Phthalate (DEHP) NA ND ND
Benzyl Butyl Phthalate (BBP) NA ND ND
Diisobutyl Phthalate (DIBP) NA ND ND

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(A)   TEST RESULT SUMMARY ACCORDING TO IEC 62321 

TESTING ITEM  RESULT  

Sample
9.17 10.1 

Cadmium (Cd) Content ND ND 
Chromium VI (Cr+6) Content  (ppm) (for non - metal) ND NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) NA ND 
Lead (Pb) Content ND ND
Mercury (Hg) Content ND ND 
Flame Retardants   
Polybrominated Biphenyls (PBB) ND NA
Monobromobiphenyl (MonoBB) ND NA
Dibromobiphenyl (DIBB) ND NA
Tribromobiphenyl (TrIBB) ND NA
Tetrabromobiphenyl (TetraBB) ND NA
Pentabromobiphenyl (PentaBB) ND NA
Hexabromobiphenyl (HexaBB) ND NA
Heptabromobiphenyl (HeptaBB) ND NA
Octabromobiphenyl (OctaBB) ND NA
Nonabromobiphenyl (NonaBB) ND NA
Decabromobiphenyl (DecaBB) ND NA
Polybrominated Diphenyl Ethers (PBDE) ND NA
Monobromodiphenyl Ether (MonoBDE) ND NA
Dibromodiphenyl Ether (DIBDE) ND NA
Tribromodiphenyl Ether (TrIBDE) ND NA
Tetrabromodiphenyl Ether (TetraBDE) ND NA
Pentabromodiphenyl Ether (PentaBDE) ND NA
Hexabromodiphenyl Ether (HexaBDE) ND NA
Heptabromodiphenyl Ether (HeptaBDE) ND NA
Octabromodiphenyl Ether (OctaBDE) ND NA
Nonabromodiphenyl Ether (NonaBDE) ND NA
Decabromodiphenyl Ether (DecaBDE) ND NA
Phthalates 
Dibutyl Phthalate (DBP) ND NA
Diethyl Hexyl Phthalate (DEHP) ND NA
Benzyl Butyl Phthalate (BBP) ND NA
Diisobutyl Phthalate (DIBP) ND NA

Remarks : ppm=Parts per million based on dry weight of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 square centimetre 
 ND =Not detected NA =Not applicable NR =Not requested 
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 
             

************************************************************************* 
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(B) REQUIREMENT:  

SUBSTANCE LIMITS 
Cadmium (Cd)Content 0.01 % (100 ppm) 
Chromium VI (Cr+6)Content(ppm)(for non 
metal) 

0.1 % (1000 ppm) 

Chromium VI (Cr+6)Content(µg/cm²)for 
metal) 

Colorimetric 
result 

Qualitativ
e Result 

< 0.10 g/cm² Negative 
 0.10 g/cm² and  0.13 
g/cm² 

Inconclusi
ve 

> 0.13 g/cm² Positive 
Lead (Pb) Content 0.1 % (1000 ppm) 
Mercury (Hg) Content 0.1 % (1000 ppm) 
Flame Retardants 0.1 % (1000 ppm) 
Dibutyl Phthalate (DBP) 0.1 % (1000 ppm) 
Diethyl Hexyl Phthalate (DEHP) 0.1 % (1000 ppm) 
Benzyl Butyl Phthalate (BBP) 0.1 % (1000 ppm) 
Diisobutyl Phthalate (DIBP) 0.1 % (1000 ppm) 

(C) TEST METHOD : 

Testing Item Testing Method Reporting Limit 

Cadmium (Cd)Content With reference to IEC 62321- 
5:2013,by microwave or acid 
digestion and determined by ICP-OES 

Plastic : 2.5 ppm, 
Metal : 5 ppm, 
Seramic : 1.25 ppm 

Lead (Pb)Content With reference to IEC 62321- 
5:2013,by microwave or acid 
digestion and determined by ICP-OES 

Plastic : 5 ppm, 
Metal : 10 ppm, 
Seramic : 2.5 ppm 

Mercury (Hg)Content With reference to IEC 62321- 
4:2017,by microwave or acid 
digestion and determined by ICP-OES 

Plastic : 5 ppm, 
Metal : 10 ppm, 
Seramic : 2.5 ppm 

Chromium VI (Cr6+) 
(For non-metal) 

With reference to IEC 62321-7- 
2:2017,by alkaline digestion and 
determined by UV-VIS 
spectrophotometer 

Plastic : 25 ppm  (PVC 
based) /8.33 ppm 
(other), Seramic : 8.33 
ppm 

Chromium VI (Cr6+) 
(For metal) 

With reference to IEC 62321-7- 
1:2015 ,by boiling water extraction 
and determined by  UV-VIS 
spectrophotometer 

0.1 mg/kg with 50 cm² 
(IN TESTING SOLUTION) 

PBBs/PBDEs With reference to IEC 62321- 
6:2015,by solvent extraction and 
determined by GC/MS and HPLC 

5 ppm 

Phthalates  
With reference to IEC 62321-8 
(111/321/CD), by solvent extraction 
and determined by GC-MS. 

50 ppm 
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## END OF TEST REPORT ## 


